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BALLISTIC LIMIT OF ALUMINUM PLATES DETERMINED BY 

AN EXPLODING FOIL GUN TECHNIQUE 

By Emilio Alfaro-Bou and Robert G. Thomson 
Langley Research Center 

SUMMARY 

An understanding of the perforation of finite-thickness plates is essential to the 
proper design of spacecraft to insure protection from meteoroid impact. An investigation 
was  therefore initiated to determine the ballistic limits of finite-thickness plates and to 
compare these results with existing theoretical predictions. The impact of meteoroids 
on thin aluminum plates is simulated in an exploding foil gun facility. The exploding foil 
gun can fire a large number of shots in a relatively short time with a range of projectile 
velocities from 1 to 8 km/s. 
program to determine the ballistic limits of aluminum plates of varying thickness. The 
information gathered from this experimental program indicates that the ballistic limit is 
linearly dependent on the plate thickness and the experimental data correlate well with 
the theory of ballistic limit developed from a visco-plastic model. Hence, the current 
practice of using semi-infinite penetration data in predicting the ballistic limits of thin 
plates is incorrect. 

The exploding foil gun facility is used in an experimental 

INTRODUCTION 

The impingement and penetration of the main wall  of a space vehicle by meteoroids 
is of major concern to the spacecraft designer. To design adequately for spacecraft pro- 
tection, it is necessary to understand the relation between perforation of thin-wall struc- 
tures and impact velocity. The ballistic limit properties of thin-wall structures are the 
specific concern of the present paper. 

The term "ballistic limit" is herein defined as that velocity at which a projectile 
would just perforate a given target. A criterion used by many investigators for pre- 
dicting ballistic limits is to multiply the crater depth in a semi-infinite target by a 
numerical factor ranging in value from 1 to 2.5. 
ness of a single plate that is just perforated by the projectile that caused the crater in 
the semi-infinite media. The assumption tacitly accepted in adopting this criterion is 

This product, presumably, is the thick- 



that the perforation of thin sheets and the penetration into semi-infinite solids are essen- 
tially the same physical mechanism. It has been shown by many investigators (for exam- 
ple, refs. 1 and 2) that, in semi-infinite solids, the c ra te r  depth is dependent on the pro- 
jectile velocity raised to the two-thirds power. 
perforation of thin plates, using the semi-infinite criterion, must also be described by the 
velocity raised to the two-thirds power. 

Thus, the velocity dependence for the 

The ballistic limit of thin plates has been determined in reference 3 by directly 
analyzing the behavior of the impacted plate. 
be a visco-plastic continuum in which the impacting projectile is assumed to shear out a 
plug of the sheet material in the process of perforation. 
limit, as determined from reference 3,  indicates a linear relationship between plate 
thickness and projectile velocity. 

This analysis considers the thin plate to 

The thickness at the ballistic 

An experimental program to investigate the velocity exponent of the ballistic limit 
The results of the plate-thickness dependence was,  therefore, initiated for finite plates. 

program with a full description of the experimental techniques employed are reported 
herein. 

Ballistic limit determination is costly and time consuming because it requires a 
large number of experimental shots before a valid data point is established. 
exploding foil gun facility, however, is particularly adaptable to this type of study because 
the gun can fire a large number of shots in a relatively short time with the cost per shot 
being comparatively nominal. Also, projectile velocities obtainable are quite flexible, 
ranging in this experimental program from 1 to 8 km/s for projectile masses of 10 and 
30 mg. 

The 

The units for the physical quantities used in this paper are given in the International 
System of Units (SI). 
given in reference 4. 

The relationship between this system and U.S. Customary Units is 

DESCRIPTION OF FACILITY 

The exploding foil gun facility used in this program a t  the Langley Research Center 
is simple and compact. (See fig. 1.) It consists of a 70-kV power supply, a high-voltage 
capacitor bank, a spark-gap switch, an expendable foil gun, and an evacuated test chamber 
containing the target. The facility also contains a projectile time-displacement mea- 
suring system consisting of three cameras and three flash lamps as shown in figure 2. 
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Figure 1.- Schematic of exploding foil gun facility. 

Exploding Foil Gun 

The guns used in the experiments of this report were made of plexiglass. Each 
gun is usable for only one shot because it disintegrates after firing. The gun consists of 
a breechblock, aluminum foil, connecting leads, diaphragm, and barrel  assembly (fig. 3). 
The 5- by 5- by 1.25-cm breechblock serves  as an in~ertia block to help contain the pres-  
sure  generated in the explosion of the aluminum foil. 
thickness is dependent on the energy stored in the capacitors and varies from 12.5 to 
38 pm. 
produces a pressure pulse which shears  a disk-like projectile from the diaphragm. The 
diaphragm is made of 0.25-mm-thick plastic film (ref. 5) for the 6.4-mm-diameter pro- 
jectile and of 0.36-mm-thick plastic film for the 9.5-mm-diameter projectile. 
providing the projectile, the diaphragm also serves  as a vacuum seal between the chamber 
and the gun breech. 
thick, and connect the foil between ground and one electrode of the firing switch. 

The foil is 2.5 cm long; the foil 

The thinner material was used in the lower velocity shots. The exploding foil 

Besides 

The connecting leads a r e  made of folded aluminum, a r e  0.25 mm 

The barrel  assembly is similar to the breechblock except that a 102-mm-long 
plexiglass tube is inserted through a hole in the center of the block's larger face. 
projectile is a disk formed by shearing action which occurs from the pressure differential 
between the diaphragm and the tube in the barrel  assembly. A 6.4-mm-inside-diameter 
barrel  provides a 6.4-mm-diameter disk. 
jectile with reasonable accuracy into the target. The bar re l  also provides a quick method 
of attaching the gun to the vacuum chamber through a rubber seal. 
this exploding foil gun technique can be found in reference 6. 

The 

The relatively long barrel  guides the pro- 

Further discussion of 
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(a) General view. L- 67 - 6653 

Figure 2,- Exploding foi l  g u n  facility. (Note that projectile travels from r ight  to left.) 
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(b) Closeup schematic. 

Figure 2.- Concluded. 

Test Chamber 

The test chamber is a thick-wall glass pipe, 7.6 cm inside diameter and 45.7 cm 
long. 

on the chamber to reference the location of the projectile when photographed anywhere 
within the chamber. 
to determine the orientation of the projectile near the target and its integrity in flight 
prior to impact. 

(See fig. 2(b).) The chamber can be pumped down to a vacuum of 1 N/m2 
mm Hg), 5 N/m 2 being the normal operating vacuum. A translucent scale is placed 

Two orthogonal pictures of the projectile can be taken simultaneously 

A target holder is clamped to one end of the glass chamber. The holder is a 13-cm- 
long hollow metal cylinder with a vacuum connection in the flat capped end. The target 
is inserted in the holder between two spacer rings that clamp the outer edge of the target 
uniformly. A retaining ring is inserted against the outer ring to hold the assembly in : 
place. (See fig. 4.) A backplate is used to protect the holder from target and projectile 
fragments. 
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Figure 3.- Exploding foi l  gun. 

Figure 4.- Target holder. L-67-6654 
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Spark-Gap Switch 

The pressurized spark-gap switch for the capacitor bank consists of two copper 
electrodes separated by an air gap, the air acting as a dielectric. The gap in the switch 
is adjustable such that a range of voltages from 5 to 70 kV can be triggered, 70 kV being 
the maximum power supply voltage. One electrode of the switch is connected to the high 
voltage plate of the capacitor bank. The other electrode is connected to one of the gun 
leads. 
to be discharged through the switch and the gun. 

The switch is triggered by reducing the air pressure; this allows the capacitors 

Power Supply and Capacitor Bank 

The dc high voltage power supply has the capability of delivering a maximum of 
70 kV at a charging rate of 30 mA. 
the capacitor bank. The bank consists of from one to five capacitors connected in 
parallel, depending on the amount of energy desired. Each capacitor has an inductance 
of 80 nH and a capacitance of 1 pF and can accept a maximum charging voltage of 120 kV. 
An automatic safety switch is connected between the lower plate (ground plate) and the top 
plate of the bank to ground any residual charge in the capacitors after they have been 
fired. 

The high voltage side is connected to the top plate of 

Velocity Determination 

The velocity was  obtained by measuring the projectile's displacement during flight. 
Image converter cameras were used to photograph the projectile in flight. The shutter 
speeds of these cameras can be varied from 5 to 1000 ns; a speed of 50 ns was used in 
the present investigation. The cameras have a built-in delay that controls the triggering 
of the shutter from 1 to 100 p s  after an initial signal is applied to the cameras. A longer 
delay can be obtained by utilizing a time-delay generator that further extends triggering 
of the shutter to 10 ms. The initial signal is obtained from the induced voltage generated 
by a coil located within the magnetic field of the capacitor bank discharge circuit. 
time at which the camera shutter triggers is monitored by an oscilloscope. Directly 
opposite the cameras is a xenon filled flash lamp fully synchronized with the camera 
shutters to provide back lighting. The glass test chamber is located between the cameras 
and the flash lamps to permit photographing of the projectile in flight. Attached to the 
glass chamber is a scale to measure the projectile displacement. 

The 

The time intervals between exposures of the two cameras a r e  set  individually to 
photograph the projectile within the established velocity range for each shot. 
velocity is first estimated from a predetermined voltage-velocity curve for that particular 
capacitor bank. 

The 
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Projectile displacement Oscilloscope trace 

b r o  j e c t i l e  

For impulse-type acceleration: 

Figure 5.- Velocity calculation. L-67-6655 

The projectile velocity is calculated from the photograph of the projectile's dis- 

(See fig. 5.) 
placement obtained by two parallel cameras and the elapsed time obtained from the 
oscilloscope trace which monitors the operation of the camera shutters. 
An impulse-type acceleration of the plastic disk is assumed to occur at the moment of 
firing. The velocity is therefore assumed constant after leaving the gun barrel. This 
assumption of constant velocity has been verified by taking three consecutive photographs 
of the projectile in flight. The velocities calculated from these three projectile displace- 
ments indicated that the velocity did, indeed, remain constant within the e r r o r  of the 
velocity measuring system (*5 percent). 

In addition, the projectile's integrity and orientation can be determined from the 
photographs. 
in determining an acceptable mode of projectile impact. 

This information, in conjunction with target impact examination, was  used 
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RESULTS AND DISCUSSION 

Experimental Data 

Single sheet 2024-T3 aluminum-alloy targets varying in thickness from 0.5 to 
6.5 mm were used to obtain ballistic limit data for projectile velocities ranging from 
1 to 8 km/s and projectile masses of 10 and 30 mg. The two different masses were 
obtained by varying the inside diameter of the gun barrel  and the thickness of the dia- 
phragm. Test results are given in table I and are plotted in figures 6 and 7. 

The ballistic limit was determined by varying the projectile velocity V until the 
sheet is just perforated. The criterion for the ballistic limit was  established by applying 
a penetrant dye to the impacted side of the target surface. A trace of the penetrant in the 
opposite face indicated a ballistic limit. A perforation or hole in the target indicated 
that the velocity was  higher than the ballistic limit, and the absence of dye in the opposite 
face indicated that the velocity was  too low. 

A nominal value of the projectile mass was  determined by weighing the initial mass 
of the undeformed projectile and decreasing this value by 10 percent. This nominal value 
of 90 percent of the initial projectile mass w a s  arrived at from limited data obtained 
from a pendulum-type mass measurement device. The loss of projectile mass from 
launch to impact, as determined from the pendulum mass measurements, could be as high 
as 25 percent of the initial mass in some specific firings but, in general, amounted to 
only 10 percent. 

The orientation of the disk prior to impact was  determined from photographs taken 
by three cameras: an overhead camera and two side velocity-measuring cameras (fig. 2). 
These photographs, as well as indicating the type of damage done to the target plates, 
were used as criteria in determining the acceptability of each impact. Shown in figure 8 
are photographs of the projectile in flight (from an overhead camera and a side camera) 
and of the target plates. Only a normal impact (flat impact), as in figure 8(a), w a s  con- 
sidered acceptable to correlate the results of this experimental program with the ana- 
lytical treatment of reference 3. An unacceptable oblique impact is shown in figure 8(b) 
in which the projectile is seen to impact the target plate on edge. It was noted during 
the experimental program that oblique impacts were always more damaging than normal 
impacts and would exhibit lower ballistic limits. In figure 8(c) the integrity of the pro- 
jectile during flight is seen to be lost, with a resultant excessive fragmentation of the 
projectile before impact; this type of impact also is unacceptable. 
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Theory of ref. 3 ( coefficient of aynemic viscosity = 15 i 
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Figure 6.- Ballistic limit velocities for single-sheet 2024-T3 aluminum-alloy targets impacted by 6.4-mm-diameter plastic disks 
of IO-mg nominal mass. 
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2 Theory of ref. 3 ( coefficient of aYaamic Viscosity = 15 &s/m ; ,2 

lheory of ref. 1 

target density = 2770 kg/m; m a x i ”  yield strength = 0.689 GN/m ) 
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0 Experimental semi-infinite penetration data 
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Projectile velocity, 4 s  

Figure 7.- Ballistic limit velocities for single-sheet 2024-T3 aluminum-alloy targets impacted by 9.5-mm-diameter plastic disks 
of 30-1119 nominal mass. 
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Orthogonal photographs of pro jec t i le  Target  p h t e s  

Direction of f l igh t  

(a )  Noma1 impact. 

Overhead 

Horizontal 

Overhead 

(b) Oblique impact. 

__t 

iectile 
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Overhead 

(c) Projecti le fragmentation. 

Horizontal 

Figure 8.- Modes of projectile impact. L-67-6656 
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Comparison of Experiment With Theory 

In figures 6 and 7 the experimental ballistic limit velocities for single-plate 
2024-T3 aluminum-alloy targets are presented in te rms  of target plate thickness. Theo- 
retical data a r e  also shown as solid, dashed, and long-short dashed curves. In figure 6 
the solid curve is for an impacting disk of 10 mg and the dashed curve for an impacting 
disk of 7.5 mg. The dashed curve represents the lower limit on projectile mass for an 
acceptable data point. In figure 7 the solid curve is for a projectile mass of 30 mg. The 
solid and dashed curves a r e  determined from the theory of reference 3, in which the 
coefficient of dynamic viscosity, maximum yield strength (shear), and density of the target 
sheet material were assumed to have values of 15 kN-s/ma (1 kN-s/ma = lo4  poise), 
0.689 GN/m2 (1 GN/m2 = 145 ksi), and 2770 kg/m3, respectively. Note that a definite 
correspondence between the slope of the solid curve and the experimental data is estab- 
lished, as shown in both figures 6 and 7. It follows then that the dependence of the ballis- 
tic limit on plate thickness is linear. 
essentially bracketed between the solid and the dashed curves and indicate that, although 
the mass determination for each experimental point is not exactly known, the aggregated 
results show a definite correspondence with the theoretical results of reference 3. It is 
noteworthy that a linear dependence between target-plate thickness and ballistic limit 
has also been established experimentally by Fish and Summers (ref. 7) for spherical 
projectiles. It should be noted, however, that the treatment of thin-plate perforation in 
reference 3 is a one-dimensional analysis in which it is assumed that a thin disk is the 
impacting projectile, and the application of this analysis to spherical projectiles must 
necessitate the inclusion of two-dimensional effects. 

The experimental data as given in  figure 6 are 

The long-short dashed curve represents the ballistic limit target-plate -thickness 
dependence of 1.5 times the depth of penetration into a semi-infinite target at hyper- 
velocities. (See refs. 1, 2, 8, and 9.) This curve has been positioned by use of an 
experimentally determined semi-infinite penetration data point for disks impacting on 
thick 2024-T3 aluminum-alloy plates. It was  given a constant slope of two-thirds (ref. 1) 
on the log-log scale and is shown in figures 6 and 7 for comparison purposes only. 
experimental data do not follow the ballistic limit target-plate-thickness dependence of 
velocity raised to the Lo- th i rds  power V2l3 as can be seen from figures 6 and 7. 

The 

CONCLUDING REMARKS 

The experimental ballistic limit data presented in this program correlates well with 
the theory of ballistic limit developed from a visco-plastic model. 
plate-thickness dependence is shown experimentally to follow the linear relation predicted 
from visco-plastic theory. 

The ballistic limit 

Consequently, the concept of correlating the ballistic limit of 
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finite plates to cratering depth in semi-infinite targets at hypervelocities is invalid. 
Hence, experimental data obtained in the penetration of semi-infinite targets are not 
applicable in predicting the ballistic limits of thin plates and should not be used in 
describing finite plate behavior. 

An exploding foil gun facility at the Langley Research Center has produced reliable 
and consistent ballistic limit data. Certain precautions must be observed, however, in 
evaluating data obtained with this gun, such as loss in projectile mass and projectile 
orientation at impact. By careful calibration, compensation, and selection of acceptable 
shots, the exploding foil gun has been found to be a useful tool for ballistic limit measure- 
ments. The gun has demonstrated its flexibility in varying the projectile velocity and 
mass and, in particular, its ability to fire a large number of low cost test shots within a 
short time interval. 

Langley Research Center, 
National Aeronautics and Space Administration, 

Langley Station, Hampton, Va., June 21, 1967, 
124-08-01-13-23. 
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Sheet thickness, mm 

_I 
~ .__- .- 

_ _ ~ _ _ _ _ _  _ .  

0.48 1.08 
1.46 .83 
2.62 1.61 
4.23 2.28 
4.72 3.25 
5.18 3.94 
6.25 4.85 

6.35 8.47 

I ~ ~ 

Experimental ballistic 
limit, km/s 

(a) 
Diameter, 6.4 mm; nominal mass,  10 mg 

-- ~ 

_ _ _  ____. ~~ ..____. . ~~~ ~. - 
Diameter, _ _  9.52 mm; nominal mass,  30 mg i 

1.61 , - K - - - - ]  
2.13 
3.35 
4.63 
6.05 

- .___ 

TABLE I. - EXPERIMENTAL BALLISTIC LIMITS FOR SINGLE-SHEET 

2024-T3 ALUMINUM-ALLOY TARGETS IMPACTED BY DISKS 

NASA-Langley, 1967 - 32 L-5153 
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